Technical Strategies in Water Systems

https://sanad.iau.ir/journal/tsws '
ISSN (Online): 2981-1449 g §
Winter 2024: Vol 1, Issue 3 %, oy
https://doi.org/10.30486/TSWS.2024.783452 Pegies 01

Research Article
=

Feasibility study of nitrate surface adsorption by mineral pumice from
nitrate solution on a laboratory scale

Parisa Hosseini, Farzad Bakhsangdan Moghadam*

Department of Water Science and Engineering, Faculty of Agriculture, Zanjan University, Zanjan, Iran.
* Corresponding author email: farzadbakhshandeghan@yahoo.com
© The Author)s( 2024

Received: 03 Nov 2023 Accepted: 10 Jan 2024 Published: 10 Mar 2024

Extended Abstract

Introduction

The increasing global population and unsustainable water consumption have exacerbated water scarcity,
necessitating innovative solutions for water reuse in agriculture. Greywater reuse is one such strategy, but
conventional treatment methods are often costly and generate sludge, making them less feasible. This study
explores the feasibility of using pumice, a low-cost and abundant mineral, as an adsorbent for nitrate removal from
aqueous solutions. The research aims to evaluate the efficiency of pumice in adsorbing nitrate under varying
conditions, including particle size and contact time, to provide a cost-effective solution for water treatment.

Materials and Method

The study employed a factorial experimental design with two factors: nitrate solution and pumice particle size (1
cm, 5 cm, and a layered mixture of 1-5 cm). The experiment was conducted over 45 days, with nitrate
concentrations measured using spectrophotometry at a wavelength of 470 nm. Pumice samples were prepared by
crushing, sieving, and washing to remove impurities. The adsorption capacity of pumice was evaluated by
measuring nitrate removal efficiency at different time intervals. Statistical analysis was performed using SAS
software to assess the impact of particle size and contact time on nitrate adsorption.

Results and Discussion

The results demonstrated that pumice effectively adsorbed nitrate from the solution, with the highest removal
efficiency observed for 1 cm particles. On the 20th day, the nitrate concentration decreased from 0.88 g/L to 0.62
g/L, indicating a removal of 0.36 g/L. Larger particle sizes (5 cm and layered 1-5 cm) showed maximum adsorption
on the 30th day, with reductions of 0.19 g/L and 0.27 g/L, respectively. The smaller particle size (1 cm) achieved
a 41% reduction in nitrate concentration, while the layered and 5 cm particles achieved 31% and 22% reductions,
respectively. The study highlighted that smaller particle sizes and increased surface area enhanced adsorption
efficiency. However, degradation of the pumice structure over time led to the release of adsorbed nitrate back into
the solution, particularly after the 20th day for 1 cm particles and after the 30th day for larger particles.

Conclusion

This study confirms that pumice is a cost-effective and efficient adsorbent for nitrate removal from aqueous
solutions. Smaller particle sizes (1 cm) exhibited the highest adsorption capacity, but degradation occurred earlier
compared to larger particles. To prevent nitrate release, treated water should be discharged before pumice
degradation begins. Additionally, spent pumice can be repurposed as a soil amendment or fertilizer, further
enhancing its sustainability. These findings suggest that pumice is a viable option for nitrate removal in agricultural
wastewater treatment, offering a low-cost and environmentally friendly solution to water scarcity challenges.
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Abstract

The surge in population and imprudent consumption of water resources have created many challenges in
securing sufficient water for sustaining human life. To supply part of the water demand for agriculture, the
reuse of gray water is recommended. However, many decontamination methods are cost-prohibitive and pose
challenges in sludge disposal after purification. The purpose of this research is to evaluate the feasibility of
nitrate absorption by a mineral pumice adsorbent from nitrate solutions. The present study was conducted as
a two-factor factorial experiment and complete randomized design with three replications. The study
involved sampling mineral pumice with diameters of 1 cm, and 5 cm and gradation ranging from 1 to 5 cm
over 45 days. The samples were calibrated by spectrophotometric method at a wavelength of 470 nm. Results
showed that mineral pumice influenced nitrate absorption from the solution. The amount of nitrate in the
control treatment was 0.88 grams per liter on the first day. The highest absorption occurred on the 20th day
for the 1 cm soil gradation, resulting in a decrease to 0.62 grams per liter, which indicated 0.36 grams per
liter of nitrate absorption. Larger gradations, however, showed the highest absorption on the 30th day. The 5
cm treatments and 1-5 cm gradation showed a reduction (absorption) of 0.19 and 0.27 grams per liter of
nitrate, respectively, compared to the control treatment. According to the results, mineral pumice, an
economical resource, can be used to absorb nitrate from nitrate solutions. Moreover, the used mineral pumice

could find applications as a soil texture modifier or fertilizer in various fields beyond nitrate absorption.
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Table 1. Mineralogical analysis of pumice stone used in the experiment (weight percentage)
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Fig 2. Samples of pumice stone with 1 and 5 cm layering
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Fig 4. Examples of solution storage containers after sampling
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Table 2. The results of mean square variance analysis of the effect of evaluated traits on nitrate
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Fig 5. The effect of pumice granulation treatment on nitrate absorption
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Fig 6. Changes in nitrate content on different days in different pumice size treatments
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